LAMINATION DIAGRAM

LAYER  |LAYER | COPPER THICKNESS| DIELECTRIC | DIELECTRIC

NUMBER |NAME (07, INCH) THICKNESS (in.) MATERTAL
L TOP ,0.0014" MIN FOTL

OO \\ \\ SO0 SO\ TBD ISOLA-FRAOBHR OR EQUIVALENT
2 L2 GND 0.5 07,0.007"

NN NN NN NN [SOLA-FR408HR OR EQUIVALENT
3 L3_PWR 0.5 07,0.007"
SOOOOOOOOOOOOOOOIO VOO T80 ISOLA-FR408HR OR EQUIVALENT
4 BOTTOM 1 07,0.0014" MIN FOIL

THE FINISHED PCB THICKNESS TO BE:  0.0625" +/- 0.010"




