PCN 10_0225 Qualification in ADI, Limerick Ireland Wafer Fab
	Test
	Conditions
	Sample 
Size
	Results

	SHR*


	ADI-0049
	1 x 30
	Expected 

completeion 

on 1/10/2010



	ESD-FICDM


	JEDEC-STD-22-Method C101
	1 x 15
	Expected 

completeion 

on 1/10/2010



	ESD-HBM


	JESD22-A114
	1 x 24
	Expected 

completeion 

on 1/10/2010



	Latch Up


	JESD78
	1 x 9
	Expected 

completeion 

on 1/10/2010




*Preconditioned Per JEDEC/IPC J-STD-020

